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Development of Textile Coating Materials from Titania, Silver and Zirconium for
Indoor Air Treatment
Tng WeAnda ikegnes UnAnwruSygiln lasenis TGIST
Modification of cotton fabric surface with fibroin silk waste using pad-dry-cure
technique
Iy Wieandsng lnwdauna dnAnwiuSyes lasenis YSTP
Study of Thermal Analysis for Monitoring of Liquid Metal in Production of
Aluminium Casting
1Ay Waven @S dndneulegyns lasenis YSTP
ELECTRODEPOSITION OF COMPOSITION-MODULATED MULTILAYER Ni-W ALLOY
COATINGS ON 430 STAINLESS STEEL
Iy wigalzna gauUils dnAnwiuSeyeyiln 1asan1s NUI-RC
Identification of the Yoshida-Uemori Model Parameters for Springback Prediction
Using Cyclic Tension-Compression Tests
Toe wevidng dedla WnAnwiuSaein 1assnns NUIRC
Tribological characteristics of stainless steels deep drawing
g wieUslung aimugud dnfnwisygyien 1Asanig NU-RC
RESIDUAL STRESS ON AL203-TIC COMPOSITE MATERIAL IN GRINDING PROCESS
1y WANATU0 5IIUGUNS
Effects of Tungsten and Molybdenum Additions on Microstructure and Properties of
High Chromium Cast Irons
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